Table S1. Characterization of CUR/GOQDs nanoparticles.


	Samples
	Size (nm)
	PDI
	ζ potential (mV)
	EE (%)
	DL (%)

	GOQDs
	14.32±3.45
	0.168±0.013
	-20.5±1.32
	/
	/

	CUR/GOQDs
	16.12±3.34
	0.252±0.015
	-23.6±3.24
	91.38±2.85
	15.12±0.35

	EE: Encapsulation efficiency; PDI: Polydispersity index;






